Supplementary Table 4. Results of the two-way ANOVA of all groups for IST values between different locations and implant materials.
	Value
	Effect
	Type III Sum of Squares
	df 
	Mean Square
	F
	P
	ȠP2

	IST 
	Location
	457.233
	5
	91.447
	2.816
	.017*
	.058

	
	Materials
	96.267
	1
	96.267
	2.965
	.086
	.013

	
	Location *Materials
	62.433
	5
	12.487
	.385
	.859
	.008


[bookmark: _Hlk127813003]IST, implant stability tester value; Materials, healing abutment and implant prosthesis.
* denotes a significant difference, with P<.05.

