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Figure 1S. The in-situ Mössbauer spectra measured at selected temperatures during heating (a) and cooling (b) the sample Sd2. The experimental points, fitting curves and spectral components corresponding to particular iron sites in different structural and magnetic phases (colored lines) are presented; line – siderite, orange line – hematite, gray line – magnetite, blue line – iron oxide nanoparticles.
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