Supplementary information
Table S1. BET surface area of RH-BC and WD-BC
	Biochar
	BET surface area (m2/g)

	WD-BC
	211.14

	RH-BC
	205.60
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Fig. S1. GC-MS spectra of myrrh resin extracts for terpenes analysis.
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Fig. S2. FTIR spectra of RH-BC and WD-BC before myrrh resin extracts adsorption.

image1.png
1: Furanoeudesma-1,3-diene

1415

3: Lindestrene
2: Curzerene

1426
1241 7

4: Acetic acid
5: Gazaniolide

1691

7: B-Elemene

220 087 282 2747

IC
1.77¢!

Mhrinsises i

530 730 930 11.30 1330 15.30 17.30 19.30 21.30 2330 2530 2730 2039

3130

3330

Time
3530




image2.emf
Transmittance (%)

WD-BC (before adsorption)

RH-BC (before adsorption)


